Te St C e rtlfl C ate Part of the Exova Group

This certificate confirms that the

One, Foam — Ref: 25 CMHR

Supplied by
TORRES ESPIC S.I
has been tested at FIRA International Limited and successfully satisfied the requirements from:

Schedule 1 part | of the Furniture and Furnishings (Fire) (Safety) Regulations 1988,
amended 1989, 1993 and 2010 (based on BS 5852: 1982 Part 2)

Report reference: TFFLF64646

SIGNATURE Laura Gallop
POSITION Senior Technician 2016
CERTIFICATE DATE 31 March 2016

For and on behalf of FIRA INTERNATIONAL LIMITED

This certificate only relates to the sample(s) supplied and
tested at the time. Re-testing at intervals is recommended
and should be subject to agreement between the supplier
and the purchaser.

Part of the Exova Group
FIRA International Ltd Maxwell Road, Stevenage, Hertfordshire SG1 2EW, England.



Te St C e rtlfl C ate Part of the Exova Group

This certificate confirms that the
Foam — Ref: 30 CMHR 231 13/02/2018 White
Supplied by
Torres Espic S.I
has been tested at FIRA International Limited and successfully satisfied the requirements from:

Schedule 1 part | of the Furniture and Furnishings (Fire) (Safety) Regulations 1988,
amended 1989, 1993 and 2010 (based on BS 5852: 1982 Part 2)

Report reference: TFFLF78697

ABPAMA

SIGNATURE Howard James
POSITION Operations Manager - Testing
CERTIFICATE DATE 07 March 2018

For and on behalf of FIRA INTERNATIONAL LIMITED

This certificate only relates to the sample(s) supplied and
tested at the time. Re-testing at intervals is recommended
and should be subject to agreement between the supplier
and the purchaser.

Part of the Exova Group
FIRA International Ltd Maxwell Road, Stevenage, Hertfordshire SG1 2EW, England.



Test Certificate ®ilA-al

This certificate confirms that the
Foam — Ref: CMHR flexible polyurethane foam 40 kg/m®
Supplied by

Torres Espic S.I.

has been tested at FIRA International Limited and successfully satisfied the requirements from:

Schedule 1 part | of the Furniture and Furnishings (Fire) (Safety)
Regulations 1988, amended 1989 and 1993 (based on BS 5852: 1982 Part 2)

Report reference: TFFLF33962

SIGNATURE %’é é E 2 E Stephen Cotton
V

POSITION Technical Specialist - Flammability

CERTIFICATE DATE 16 June 2010

For and on behalf of FIRA INTERNATIONAL LIMITED

This certificate only relates to the sample(s) supplied and
tested at the time. Re-testing at intervals is recommended
and should be subject to agreement between the supplier
and the purchaser.

nendence * Intearity

FIRA International Ltd Maxwell Road, Stevenage, Hertfordshire SG1 2EW, England.


http://www.tcpdf.org

